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By | B[ 1S [ 2SWE | WE KETTEAERNE R & HJ 780 FIERNERNEEH:
Ci C2 Ce ME(fk) | EEM ey RE RAE Zie
Vv ppm | 86.26 94.83 90.5 13 857 B4 9.5% 10% HH&
Mn ppm | 720.70 708.79 7147 43 11.92 i) 1.7% 5% ai%
% 4.45 442 4.4 0.04 Ba 0.9% 5% =Y
Co ppm | 14.36 15.40 149 1.04 i) 7.0% ai%
Ni ppm | 35.08 36.41 35.7 1.32 Ba 3.7% &%
Cu ppm | 27.16 25.75 26.5 1.42 G 5.4% ai%
Zn ppm | 106.12 108.77 107.4 2.64 Ba 2.5% E1%
Sr ppm | 252.00 251.58 251.8 0.42 e 0.2% =X
Pb ppm | 87.10 80.49 83.8 6.61 (Ei=) 7.9% =Xic
% 6.31 6.05 6.2 : 0.26 G 4.2% aif
Rb ppm | 82.31 80.76 81.5 1.55 (i) 1.9% e
Ba ppm | 49219 473.36 4828 18.84 BE 3.9% Y
Zr ppm | 212.46 202.46 2075 9.99 i) 4.8% ai
Y ppm | 15.43 14.46 149 0.97 e 6.5% Y
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